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Shallow N donors inn-type 4H-SiC were studied by electron paramagnetic resonance(EPR) and electron
nuclear double resonance(ENDOR). For the N donor at the cubic sitesNkd in 4H-SiC, the hyperfine(hf)
constants of the interaction with the nearest-neighbor(NN) 29Si atom along thec axis were determined as
Ai=41.07 MHz andA'=41.31 MHz. In ENDOR experiments, this hf structure was confirmed. The hf inter-
action with the other three NN Si atoms in the basal plane was observed and the principal values of the hf
tensor were determined asAxx=5.94 MHz, Ayy=5.06 MHz, andAzz=14.25 MHz. Our EPR and ENDOR
observations unambiguously confirm that the N donor occupies the C site in the 4H-SiC lattice and also reveal
a considerable amount of the spin density of Nk s,23.9%d which was not obtained in previous studies.
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Nitrogen is the most common residual impurity which
introduces shallow donor levels in SiC and causesn-type
conductivity. In 4H- and 6H-SiC, the ionization energy of N
on the hexagonal lattice sitesNhd is much shallower than that
of the center on the cubic sitesNkd and the central hyperfine
(hf) interaction of Nh is also much smaller.1–3 Previous elec-
tron paramagnetic resonance(EPR) studies3 showed that the
14N hf splitting of Nk is about 1.8 mT for 4H-SiC (,1.2 mT
for 6H-SiC), whereas the corresponding values for Nh deter-
mined by electron nuclear double resonance3,4 (ENDOR) is
only about 0.1 mT(Ai=3.06 MHz andA'=2.82 MHz) for
4H-SiC and slightly less for the 6H polytype. With the cen-
tral 14N hf being about 15 times larger for Nk in 6H-SiC
(,20 times larger in 4H-SiC), it is expected that the hf in-
teractions with29Si nearest-neighbor(NN) atoms of Nk also
should be larger compared to that of Nh. Surprisingly, the hf
interactions with neighboring atoms of N at different in-
equivalent lattice sitesh, k1 andk2 in 6H-SiC were found to
be similar.4 The highest29Si hf constants obtained for Nk in
both 4H- and 6H-SiC are unexpectedly small(only a few
MHz), which are only about 10% of the central14N hf
constants.4 In 6H-SiC, the measured hf interactions with13C
neighbors are even considerably larger than that of29Si at-
oms and the spin density was found to be mainly located on
C sublattice(less than 2.5% and 11% on Si and C atoms,
respectively), whereas the corresponding values in 4H-SiC
are 20.4% and 6.6%(Ref. 4). The inconsistency in the hf
data in 4H- and 6H-SiC and the small values for29Si hf
constants seem to indicate that the hf interactions with NN
atoms may not have been observed in Ref. 4, which resulted
in incorrect assignments of the hf lines. Recent EPR studies5

reported the observation of two weak satellites of Nk in
4H-SiC with a splitting of,51 MHz. These satellites were
attributed to the hf interaction with one13C nucleus in the

NN shell of Nk and therefore N was suggested to occupy the
Si site in 4H-SiC (Ref. 5). However, the hf structure ob-
served in Ref. 5 is not so clear and a careful verification is
required.

In this work, we used EPR and ENDOR to study the hf
interaction of N in 4H-SiC. Since ENDOR spectra at the
frequency region below a few MHz have already been care-
fully studied in Ref. 4, we focus on the higher-frequency part
and look for large hf interactions, which may not have been
detected in previous studies.

The samples used for our ENDOR studies are on-axis
commercialn-type 4H-SiC substrates with a concentration
of the N donor of,131017 cm−3. For EPR measurements,
low-doped n-type s,131015 cm−3d 4H-SiC substrates
grown by high-temperature chemical vapor deposition
(HTCVD) were used. The pulsed-ENDOR measurements
were performed on a Bruker ELEXSYS E580X-band spec-
trometer using the Mims pulse sequence.6

Figure 1 shows the EPR spectrum of the N donor ob-
served in low-doped 4H-SiC grown by HTCVD at 77 K for
the magnetic fieldB along thec axis. At this temperature, the
spectrum of Nh was not observable due to its short spin-
lattice relaxation time and only the Nk spectrum with a large
14N hf splitting s1.8 mTd was detected. As can be seen in
Fig. 1(a), each main line is accompanied by two weak hf
lines with a splitting of 1.46 mT(or 40.9 MHz). The inten-
sity ratio of these hf lines and the central line is about 4.5%–
5%, which corresponds to the natural abundance of one29Si
s4.7% ,I =1/2d. The angular dependence studies show that
these hf lines haveC3v symmetry with a nearly isotropic
splitting. These satellites are therefore assigned to the hf
structure of the NN29Si atom along thec axis[labeled Si(1)].
An analysis of the EPR line shape indicates that the shoulder
of the main line may contain the unresolved hf structure due
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to the interaction with the three nearest Si atoms in the basal
plane[labeled Si(2–4)]. At B ic, the three Si(2–4) atoms are
equivalent and give rise to the same hf lines, whose splitting
was estimated to be,0.525 mTs,14.7 MHzd. A simulated
spectrum using the hf splittings of 1.46 mT for Si(1),
0.525 mT for Si(2–4), and 1.8 mT for14N is shown in Fig.
1(b) for comparison. As can be seen in the figure, the simu-
lation represents very well the observed EPR spectrum, sup-
porting our assignment of the Si hf interactions.

Figure 2 shows an electron spin-echo(ESE) spectrum in
4H-SiC measured at 10 K forB parallel to thec axis. By
optimizing the conditions for detecting centers with short
spin-lattice relaxation time we could observe an intense Nh
spectrum while suppressing the Nk signal to just above the
noise level. It is therefore possible to observe the14N hf
structure of Nh which consists of three lines with a splitting
of 0.212 mT between the two outer lines(see Fig. 2 and the
inset). In continuous-wave EPR studies(see Refs. 1–3), the
Nh and Nk spectra were always detected at the same time. At
low microwave(mw) frequencies(X band), this results in a
broad, unresolved middle line due to overlapping. At high

mw frequencies[,37 or,142 GHz(Refs. 4 and 5)], the Nh
and Nk spectra are well separated, but the broader linewidth
makes the small splitting14N hf structure of N at theh site
unresolvable. The14N hf constant of Nh is determined to be
0.106 mT or 2.97 MHz, which is very close to the value
determined by ENDOR(Ref. 4). No resolved29Si or 13C hf
structures were detected by EPR for Nh. The line shape of
the Nh spectrum is different from that of Nk, showing no
shoulder. From the shape and width of the EPR lines, we can
estimate that the highest29Si hf splitting for Nh in 4H-SiC
should be smaller than 0.3 mT or less than 8.5 MHz.

In order to confirm our EPR observation of the large hf
interactions with 29Si for Nk in 4H-SiC we performed
pulsed-ENDOR experiments. Figures 3(a) and 3(b) show the
ENDOR spectra of Nk in 4H-SiC measured at 40 K with
B ic andB'c, respectively. The high-frequency part(above
16 MHz) was measured withB set at the position of the29Si
hf line of the high-field14N line. The two highest-frequency
ENDOR lines are from14N and correspond to the transitions
AN/2−ns14Nd and AN/2+ns14Nd [the contributions of the
quadrupole tensor of14N, ±3PN/2, to the ENDOR transitions
vanish sincePN,0 (Ref. 4)]. HereAN is the hf constant of
14N at thek site andns14Nd is the nuclear Zeeman frequency
of 14N. Similarly, two lines at 17.645 MHz and 23.429 MHz
in Fig. 3(a) are identified as29Si hf lines corresponding to the
transitionsASi/2−ns29Sid andASi/2+ns29Sid. The splitting at
B'c is slightly larger. The deducedASi value is 41.07 MHz,
which is close to the hf value of 40.9 MHz determined by
EPR for the nearest Si(1) atom and therefore confirms the

FIG. 1. (a) EPR spectrum of Nk observed inn-type 4H-SiC at
77 K for B ic. The satellites indicated by arrows are the hf struc-
tures due to the interaction with one29Si. (b) The simulated spec-
trum using the hf splittings of 1.46 mT for Si(1), 0.525 mT for
Si(2–4), and 1.8 mT for14N. The mw frequency is 9.4739 GHz.

FIG. 2. ESE spectrum of Nh observed inn-type 4H-SiC at 10 K
for B ic. A small 14N hf splitting of Nhs0.212/2=0.106 mTd is
shown in the inset.

FIG. 3. X-bands9.665 GHzd, pulsed-ENDOR spectrum of Nk in
4H-SiC measured at 40 K for(a) B ic and(b) B'c. The part above
16 MHz was measured withB set at the position of the29Si hf line
of the high-field14N line, while the lower-frequency part was mea-
sured withB set at the shoulder of the main line(+0.26 mT from
the high-field peak of Nk).
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identification by EPR. The lower-frequency parts of the
ENDOR spectra(below 16 MHz) in Figs. 3(a) and 3(b) were
measured withB set at the shoulder of the high-field line of
the Nk spectrum, which is about 0.26 mT from the peak. This
is the position of the Si(2–4) hf line as estimated from the
EPR spectrum. With the magnetic field at this position, the
pulses are expected to be able to excite the NN Si(2–4) and
other29Si and13C nuclei in the outer neighbor shells. As can
be seen in Figs. 3(a) and 3(b), several other ENDOR lines
with frequencies above the previously reported values3,4

were also detected, which can be identified as due to29Si
[labeled Si(2–4)] or 13C (labeled by roman numbers). The
angular dependences of ENDOR lines withB rotating in the

s112̄0d plane are shown in Fig. 4. The Si(1) and13CsI-V d hf
lines follow C3v symmetry. The13CsII d hf line is broad and

partly overlapping with the13CsIII d line. It is possible that
the symmetry of this line is lower but the splittings may be
not resolvable in ourX-band ENDOR experiments. As
shown in Fig. 4, the symmetry of the Si(2–4) hf lines isC1h.
The angular dependences of the29Si and13C hf lines can be
described by the spin Hamiltonian

H = mBB ·g ·S+ S ·AN · I N − gNB · I N

+ o
i

sS ·A i − giBd · I i . s1d

Here S=1/2, AN is the hf tensor of14N sIN=1d and A i are
the hf tensors of29Si and13C nucleisI i =1/2d, andgN is the
magnetogyric ratio for14N andgi the magnetogyric ratio for
29Si and13C nuclei. The values ofg andA for N at thek site
were taken from Ref. 4. The quadrupole tensorPN for 14N
was not included in the spin Hamiltonian since the principal
valuesPN,0 (Ref. 4). The hf tensors are described in the
principal coordinates with thez and x axes lying in the

s112̄0d plane and they axis perpendicular to this plane.b is
the angle between the principalz axis of the hf tensor and the
c axis. The obtained hf values are given in Table I.

Combining the EPR and ENDOR data, we assign both hf
lines with a splitting of 1.46 mTs40.9 MHzd observed by
EPR (see Fig. 1) and the Si(1) ENDOR lines(Fig. 3) to the
interaction with the nearest29Si atom along thec axis, Si(1).
The Si(2–4) hf lines are attributed to the interaction with
three nearest Si atoms in plane. The intensity of the Si(2–4)
line at B ic, which is about 3 times that of the Si(1) hf line,
also supports the identification. The angleb,77° for the
principal z axis of the Si(2–4) hf tensor indicates the direc-
tion of three N-Si bonds. The principal hf values for Si(2–4)
atoms are very close to the values estimated from EPR. We
attributed the13CsI-V d hf lines to the interaction with13C
atoms in the next-nearest-neighbor(NNN) and outer shells.

Since the principal hf values for Si(2–4) are nearly axial
symmetric, we can estimate the isotropic(a= 1

3sAzz+Axx

+Ayyd) and anisotropic(b= 1
3
fAzz−

1
2sAxx+Ayydg) parts of the

hf tensor and hence the correspondings and p spin

FIG. 4. A part of the rotation pattern showing angular depen-
dences of hf lines of four nearest29Si neighbors and some13C
atoms in outer shells. Data are corrected for the nuclear Zeeman
frequencies atB=348 mT. The solid and dashed curves are the
simulated ones for29Si and13C hf lines, respectively. The plane of

rotation iss112̄0d.

TABLE I. The hf parameters for14N, four nearest29Si neighbors, and13C atoms in outer shells of the N
donor at thek site in 4H-SiC and their correspondings and p spin densities.b is the angle between the
principalz axis of the hf tensorA and thec axis. The error is about ±0.02 MHz. All the hf tensors haveC3v
symmetry, except the hf tensor of Si(2–4) nuclei is C1h. The hf constants corresponding to the lower-
frequency lines are not given since they have been observed and carefully analyzed in Ref. 4.

z
Axx

(MHz)
Ayy

(MHz)
Azz

(MHz)
b

(deg)
a

(MHz)
b

(MHz)
s

(%)
p

(%)

Nk 51.11 51.11 51.12 0 51.11 0.003 2.82 0.006

Si(1) 41.31 41.31 41.07 0 41.23 −0.08 0.9 0.07

Si(2–4) 5.94 5.06 14.25 77 8.417 2.917 0.18 2.55

C(I) 19.22 19.22 19.29 0 19.24 0.023 0.51 0.021

C(II ) 17.45 17.45 17.38 0 17.43 −0.023 0.46 0.021

C(III ) 17.29 17.29 17.21 0 17.26 −0.027 0.46 0.025

C(IV ) 16.99 16.99 16.97 0 16.98 −0.007 0.45 0.006

C(V) 15.09 15.09 15.39 0 15.19 0.097 0.40 0.09

BRIEF REPORTS PHYSICAL REVIEW B70, 193207(2004)

193207-3



densities.7 These values are much larger than the correspond-
ing values observed previously.3,4 In Ref. 4, the observed
largesta and b values for 4H-SiC are only 6.54 MHz and
1.26 MHz, respectively, for29Si and a=5.02 MHz, b
=0.233 MHz for13C. Comparing to our data in Table I it is
clear that the hf interactions with29Si and13C atoms in the
nearest and NNN shells of Nk in 4H-SiC were not detected
in Ref. 4. In those experiments,4 due to the line broadening
in 13C-enriched samples, the hf lines from Si(1) and Si(2–4)
atoms were not resolved from the main EPR line and the
ENDOR spectra were measured with the magnetic field set
on the N peak, which is rather far away from the positions of
the Si(2–4) and Si(1) hf lines (,0.26 mT and,0.73 mT,
respectively). These correspond to large frequency separa-
tions of,7.3 MHz and,20.5 MHz. It is likely that the mw
pulses could not excite the corresponding nuclei, resulting in
no contribution from larger-splitting hf lines to the spin-echo
signal. Consequently, only small-splitting hf lines close to
the N peak could be excited and observed in the ENDOR
spectra.4 The failure in detection of large29Si and 13C hf
interactions explains why the total spin density estimated for
Nk was reported to be only,30% (,2.8% on N, 20.4% and
6.6% on the Si and C sublattices, respectively4). Our newly
observed29Si hf values give thes andp spin densities on the
four nearest Si neighbors of about 8.19% +0.97%<9.2%. If
we use the same average number of six atoms in each shell
as in Ref. 4 for the outer shells, the spin density correspond-
ing to the C(I-V ) hf lines is estimated to bes2.28%
+0.163%d36<14.7%. Thus, the spin densities on the four
nearest Si neighbors and on C atoms in outer shells, which
have not been obtained in previous studies, are about 9.2%
+14.7% =23.9%. Including the spin densities observed in

Ref. 4 for Si(20.4%) and C(6.6%) sublattices, the observed
total spin density on Nks,2.8%d and the surrounding Si and
C nuclei then becomes,53.7%.

The spin densities on the Si and C sublattices found for N
at h, k1, andk2 sites in 6H-SiC in Ref. 4 are very small[for
the h site, 2.4%(Si) and 10.92%(C); for the k1 site, 1.2%
(Si) and 6%(C); for the k2 site, 1.8%(Si) and 10.4%(C)]
compared to the corresponding values observed in our ex-
periments for Nk in 4H-SiC. The difference in the spin lo-
calization for N donors in the hexagonal and cubic sites in
6H-SiC, especially between theh site(13.3%) and thek1 site
(7.2%),4 also does not seem to reflect the electronic structure
of the centers. It is likely that in ENDOR experiments of
6H-SiC (Ref. 4) the hf interactions with the nearest-neighbor
nuclei may not have been detected. In the13C-enriched(to
,35%) samples,4 the observation of13C ENDOR should be
easier and this may explain why the spin density found on
the C sublattice is larger.

In summary, we have observed new hf structures due to
the interactions with the nearest29Si neighbors and13C at-
oms in outer shells of the N donor at thek site in 4H-SiC.
Our observation confirms that the N donor occupies the C
site in 4H-SiC lattice and not the Si site. The newly observed
hf interactions with the nearest29Si neighbors and13C atoms
in outer shells account for,23.9% of the spin densities for
the Nk donor. The higher spin density found for Nk (,53.7%
with ,2.8% on N,,29.6% and,21.3% on the Si and C
sublattices, respectively) is consistent with the deeper ioniza-
tion energy for the N donor at thek site.
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